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Description Mass transit bus heater core failure

Problem Heater cores showed susceptibility to failure in service, primarily by
fracture of copper tubing

Analysis Failure was caused by high cycle fatigue due to mechanical (rather
than thermal) variable-amplitude vibratory stresses. Cracks
propagated in a corrosion-fatigue mode.
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